Wery stiff, damp, brown, ;
18illy Clay Loam A6

- [Silf, moist, brown motiled gre
|Silty Clay Loam A6

U,
78

STATE OF ILLINOIS

DEPARTMENT OF TRANSPORTATION

Sheet 2 of 2
09/18/2002

Eorw

E0rw

Qar
i5¢ W%

 [Mediom to s very moist,
{brown mettied grey, Silty Clay
{Loam A6 ;

geRr

mottled grey, Sty Clay Loam
o SitLosmAG :

Medium, very moist, brown

: 2% 0D Samp
1408 Hammer, 30" Fall (Tvpe Fa

DESIGNED RLM

CHECKED AMS

DRAWN PRC

MODJESK JdMASTERS

Consulting Engineers

CHECKED RLM

SINCE 1 893

09/25/09

e S'L«Shéar”

10017,

7

To convert "N va
values ot

. jof Existing Structure at b
- tSouth Abul B 50

by

sstl 20 ob Sampler;
0 Fall (Type Fail.

‘H-Hulge 8-Shear E-Estimated P-Penetrouster)

j ‘sﬂoxoi:l

BORING LOGS
SN 028-0078

SHEET NO. 26

29 SHEETS

F.AL.
L ht SECTION

TOTAL | SHEET
COUNTY  IsipETS| “NO.

9481 12B1-1

FRANKLIN | 304 | I52

SN 028-0078

CONTRACT NO. 98823

FED. ROAD DIST. NO. 7 [ILLINOIS|FED. AID PROJECT




